
 

 
 
 
Comparison (revised on 2014-10-03): 
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Wavelength:

1030 nm for LBO1339070010

515 nm for LBO1339070011

Pulse duration (FWHM): 1.47 ps

Repetition rate: 1 kHz

Beam diameter(@1/e
2
): 

(48.3  0.13) µm for LBO1339070010

(39.9  0.29) µm for LBO1339070011

AOI: 0 deg.
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 Fig 1 Comparison of measurements (revised) 
 


